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SPS at 450 GeV


Coating parameters: 

( = (0


( =2.5 mΩ.m

Relaxation time = 0.8 10-12 sec (bulk graphite value)

Stainless Steel parameters: 

( = (0


( =7.5 10-7 Ω.m

Relaxation time = 2.7 10-14 sec (copper value)
Z [40 MHz] =  0.0549083 +0.0549686 
	Without coating


	With coating





	Without coating


	With coating





31.5 mm





100 nm thick carbon coating





2 mm thick stainless steel layer





Outside = vacuum








